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Ultra Stable Zeolite | ,f,
type Y |

Principal application: \.
- component of the catalyst for FCC and hydrocracking. ‘

Si0,/Al,03 Unit cell size, Nominal Surface area

mole ratio A cation form m2/g

FAU | 5,1-6,2 24,24-2465 | Na, H, NH, | 600900 |

Pseudoboehmite, powder

Principal application:
- component of the catalyst.

nogawo | SEESBET gy

S size, A

0,03 | 70 | 3 | til 400 | 45-120

Pentasilic zeolites type ZSM-5

Principal application:
- a component of catalysts for catalytic cracking, hydrocracking, isomerization, alkylation, dewaxing, etc.

General formula: Na, [AlnSig—nO,4,]*16H,0, where (0 <n <27)

Si0,/Al,03 Cationic f Specific surface area .
mole ratio ationic form m2/g Na,0 content, %

Ammonium Not less than 400 Not more than 0,05
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